N

8 7 6 5 . 4 | 3

GENERAL NOTES:
1. STEEL
A. STEEL PLATE SHALL CONFORM TO THE REQUIREMENTS OF
ASTM A36.
B. STEEL TUBING SHALL CONFORM TO THE REQUIREMENTS OF
ASTM A500.
C. STEEL PIPE SHALL CONFORM TO THE REQUIREMENTS OF
ASTM A53.
D. WELDING SHALL CONFORM TO THE REQUIREMENTS OF
THE AMERICAN WELDING SOCIETY'S SPECIFICATION FOR
THE MATERIAL BEING WELDED.
E. WELDING ELECTRODES SHALL BE E70XX.
C T T ) ( ) 2. FINISH
L] L] A. COMPONENTS SHALL BE COATED WITH POLYESTER TGIC
T POWDER COAT FINISH MEETING AAMA 2604-02 SPECIFICATION.
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